
No. part designation raw material source of raw 
material surface treatment

1 armrest and leg tube steel China powder coating
2 bottom support tube steel China powder coating
3 front horizontal tube steel China powder coating
4 rear horizontal tube steel China powder coating
5 back top tube steel China powder coating
6 fabric pressing tube steel China powder coating
7 textilene PVC+polyester China
8 seat cushion spunpoly+PU foam China
9 back cushion spunpoly+poly foam China

10 armrest and leg tube steel China powder coating
11 bottom support tube steel China powder coating
12 front horizontal tube steel China powder coating
13 rear horizontal tube steel China powder coating
14 back top tube steel China powder coating
15 fabric pressing tube steel China powder coating
16 textilene PVC+polyester China
17 seat cushion spunpoly+PU foam China
18 back cushion spunpoly+poly foam China
19 table top steel China powder coating
20 leg steel China powder coating
21 table top steel China powder coating
22 leg steel China powder coating
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