BLIND RIVET PEELED @?
REMACHE FLOR o

English Espanol Francais Deutsch Portugues
Dome head Cabeza alomada Téte plate Flachrundkopf Cabeca boleada
Body: Aluminium * Cuerpo: Aluminio * Corps: Aluminium * Holse: Aluminium * Corpo: Aluminio *
3,5% Mg 3,5% Mg 3,5% Mg 3,5% Mg 3,5% Mg
Mandrel: Steel ** Véstago: Acero ** Clou: Acier ** Dorn: Stahl ** Prego: Aco **
zincplated ATK *** cincado ATK *** zingué ATK *** verzinkt ATK *** zincado ATK ***
*AlMg 3,5 ENAW 5154
** Steel/acero DIN EN 10016-2 SAE 1010-1040 ***Recubrimientos/Coatings according to ISO 4042
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3,2 8 3,5 3,40 6,50 0,80 1,80 1000 1200 01130003208
10 5,0 01130003210
12 7,0 01130003212
14 9,0 01130003214
16 11,0 01130003216
18 13,0 01130003218

4,0 8 4,0 4,20 8,00 1,00 2,20 1200 1400 01130004008
10 6,0 01130004010
12 8,0 01130004012
14 10,0 01130004014
16 12,0 01130004016
18 14,0 01130004018
20 16,0 01130004020
25 21,0 01130004025

4.8 10 50 5,00 9,50 1,10 2,73 1800 2000 01130004810
12 7.0 01130004812
14 9,0 01130004814
16 11,0 01130004816
18 13,0 01130004818
21 16,0 01130004821
24 19,0 01130004824
27 22,0 01130004827
30 25,0 01130004830
32 27,0 01130004832
35 30,0 01130004835
40 32,0 01130004840
45 37,0 01130004845
50 42,0 01130004850

Test according to / Ensayos realizados segin EN ISO 14589
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5,0 40 32,0 5,20 9,30 1,50 2,73 2000 2100 01130005040
45 37,0 01130005045
50 42,0 01130005050
55 47,0 01130005055
60 52,0 G1130005060
65 57,0 G1130005065
70 62,0 G1130005070
75 67,0 G1130005075
80 72,0 G1130005080
90 80,0 G1130005090
100 90,0 G11300050100
110 100,0 G11300050110
120 110,0 G11300050120
130 120,0 G11300050130
140 130,0 G11300050140
150 140,0 G11300050150
160 150,0 G11300050160
170 160,0 G11300050170
180 170,0 G11300050180
190 180,0 G11300050190
6,4* | 35 25,0 6,60 12,00 1,80 3,50 2450 3500 01130006435
50 40,0 G1130006450
80 70,0 G1130006480
100 90,0 G11300064100
120 110,0 G11300064120
125 120,0 G11300064125
150 140,0 G11300064150
175 165,0 G11300064175
190 180,0 G11300064200
* Remaches Flor cabeza/ Peeled rivets head Al Mg 3,0. Test according to / Ensayos realizados segun EN ISO 14589
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